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~RODUCT BULLETIN BULLETIN NO: J-5303 
d 

CGVER-TEX 

I . DRYWALL ACCESSORY WALL TEXTURE DATE: 6/3/74 
PRODUCTS PAGE: 1 of 2 

APPROVALS: PRODUCING· PLANT: CANCELS: J-5303 
SF .liTTLE . DATE: J/2J/7J 

BUU.E:l'IN DESCRIPriON % POUNDS GALLONS I 
221 Lime atone ~-00 2200 I 
442 W~stal 202 Talc 25.76 1050 

0/.5 Asbestos 7RF10 /..91 200 

251 Mica AMC 4.91 200 
' 

446 -Titanium Pio:ment 1.84 75 

056 \\'yol"l Clav 4.30 175 

330 PolYVinyl Alcohol 1.47 60 

200 ·Keltose .25 10 

245 Met hoc e 1 228 .· .25 10 

45J Preservative .12 5 

- 164 GlYoxal 80% .30 12 

350 Monsanto KGR .30 12 

436 staramic 747 1.47 60 

454 Defcamer Nope<' PD-1 .12 5 

TOTAL 100.00 4074 

MANUFAcruP.ING I!ISTRUCTIONS: 

1. Mixing time shall be 8 minutes minimum and 12 minutes maximum. 

9UALITY COli'fROL: 

'Th!-lA Viscosity, 100 gm cone @ 5 sec 
200 gram to 150 cc water 30- 40 

TM-3A Bond Equal to Standard 
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PROOOCT BUIJ.ETIN ·COVER-TEX BULLETIN NO: J-5303 
DRYWALL ACCESSORY WALL TEXTURE DATE: 6/3/74 

.· PRODUCTS PAGE: 2 of 2 

APPROVALS: PRODUCING PLAh~: CANCELS: J-5303. 
SEATTLE . DATE: 3/23/73 I 

PR()DU(;I' SPECIFICATIONS: 

'Test Method 
~ 

' Tlk-1 Viscosity, 100 gm cane @ 5 sees 3o yo 
200 gm to ;::t'J'Cc we.ter ·. -J,e--- -5tT mm 

!P 
Tlk-lA Viscosity, (mixing water of~ cc/ 

100 gm) cps 25,000 - 35·,000 
. . • 

Tlk-2 . pH (Corning meter) 8.2 - 8.8 

Tlk-2A Indicator Paper .. 7.0 - 8.5 

Tlk-3A Band @ ?O"J! Satisfactory 

Tlk-17 Application Equal to. Standard 
' 

TM-18 Water Resistance (minutes) 2minimum 

TM-19 Settling (inches) J/16" maxi= 

Tlk-20 Cracking No cracks 

TM-25 Normal Application Consistency, cc foff- ?f' 
Tlk-35 Resist!Ulce to Souring Equal to standard 

TM-39 Paintability Test Equal to Standard 

TM-41 Wet Rub Test Equal to Standard 
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